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1
MAGNETORESISTANCE EFFECT ELEMENT
WITH SHIFT CANCELING LAYER HAVING
PATTERN AREA GREATER THAN THAT OF
STORAGE LAYER

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application claims the benefit of U.S. Provisional
Application No. 61/804,407, filed Mar. 22, 2013, the entire
contents of which are incorporated herein by reference.

FIELD

Embodiments described herein relate generally to a mag-
netoresistance effect element.

BACKGROUND

A magnetoresistance effect element for use in magnetic
storage devices usually includes a storage layer, a tunnel
barrier layer formed on the storage layer, a reference layer
formed on the tunnel barrier layer and a shift canceling layer
formed on the reference layer.

As the magnetoresistance effect element decreases in size,
a shift magnetic field which is generated from the reference
layer and affects the storage layer increases. Unless the shift
canceling layer is thickened, shift canceling cannot be fully
performed, thereby causing a problem in which the magne-
toresistance effect element cannot stably be operated.

The decrease in size of the magnetoresistance effect ele-
ment also causes a problem in which the magnetoresistance
effect element is difficult to fabricate unless the entire element
is thinned.

It is thus desirable to provide a magnetoresistance effect
element capable of fully canceling a magnetic filed that
affects a storage layer and decreasing in thickness.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a schematic sectional view of a structure accord-
ing to a first embodiment;

FIG. 2 is a schematic plan view of the structure according
to the first embodiment;

FIG. 3 is a diagram for illustrating the advantage of the first
embodiment;

FIG. 4 is a schematic sectional view of a structure of a first
modification to the first embodiment;

FIG. 5 is a schematic sectional view of a structure of a
second modification to the first embodiment;

FIG. 6 is a schematic sectional view of a structure of a third
modification to the first embodiment;

FIG. 7 is a schematic sectional view of a structure of a
fourth modification to the first embodiment;

FIG. 8 is a schematic sectional view of a structure accord-
ing to a second embodiment; and

FIG. 9 is a schematic sectional view of a structure of a
modification to the second embodiment.

DETAILED DESCRIPTION

In general, according to one embodiment, a magnetoresis-
tance effect element includes: a reference layer; a shift can-
celing layer; a storage layer provided between the reference
layer and the shift canceling layer; a tunnel barrier layer
provided between the reference layer and the storage layer;
and a spacer layer provided between the shift canceling layer
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2

and the storage layer, wherein a pattern of the storage layer is
provided inside a pattern of the shift canceling layer when the
patterns of the storage layer and the shift canceling layer are
viewed from a direction perpendicular to the patterns of the
storage layer and the shift canceling layer.

(First Embodiment)

FIG. 1 is a schematic sectional view of a structure of a
magnetoresistance effect element according to a first embodi-
ment. FIG. 2 is a schematic plan view of the structure of the
magnetoresistance effect element according to the first
embodiment.

FIGS. 1 and 2 show a magnetoresistance effect element 10.
The element 10 includes a reference layer 15, a shift cancel-
ing layer 11, a storage layer 13 formed between the reference
layer 15 and the shift canceling layer 11, a tunnel barrier layer
14 formed between the reference layer 15 and the storage
layer 13 and a spacer layer 12 formed between the shift
canceling layer 11 and the storage layer 13. In other words,
the magnetoresistance eftect element 10 has a stacked struc-
ture in which the shift canceling layer 11, spacer layer 12,
storage layer 13, tunnel barrier layer 14 and reference layer 15
are stacked one on another in that order presented. Though not
shown, for example, a semiconductor substrate and a transis-
tor are provided below a region in which the magnetoresis-
tance effect element 10 is formed.

In the magnetoresistance effect element 10, the pattern of
the storage layer 13 is formed inside the pattern of the shift
canceling layer 11 when the patterns of the storage layer 13
and the shift canceling layer 11 are viewed from the direction
perpendicular to the patterns of the storage layer 13 and the
shift canceling layer 11.

Since the storage layer 13 is formed between the reference
layer 15 and the shift canceling layer 11 as described above,
a magnetic filed is applied to the storage layer 13 from both
sides. The distance between the storage layer 13 and the
reference layer 15 can be set equal to the distance between the
storage layer 13 and the shift canceling layer 11. Thus, a
magnetic field applied to the storage layer 13 from the refer-
ence layer 15 and a magnetic field applied to the storage layer
13 from the shift canceling layer 11 can be set equal to each
other, without increasing the shift canceling layer 11 in thick-
ness. Accordingly, the magnetoresistance effect element 10
can be decreased in its total thickness and its fabrication can
be simplified. Therefore, the magnetoresistance effect ele-
ment 10 according to the first embodiment brings about sig-
nificant advantages that its total thickness can be decreased
and a magnetic field applied to the storage layer can be fully
canceled.

Since the pattern of the storage layer 13 is formed inside the
pattern of the shift canceling layer 11, the magnetoresistance
effect element 10 also brings about a significant advantage
that a magnetic field can stably be applied to the storage layer
13. A further explanation will be given below.

Ifthe side faces of the shift canceling layer 11, spacer layer
12, storage layer 13, tunnel barrier layer 14 and reference
layer 15 are aligned in the vertical direction (or the side faces
of these layers are flush with one another in the vertical
direction), a nonuniform magnetic field is easily generated at
an edge portion (a side face) of the storage layer 13 by, for
example, application of a magnetic field having an oblique-
direction component, which is generated from an edge of the
shift canceling layer 11. As a result, a uniform reversal behav-
ior of magnetization of the storage layer is inhibited and spin
injection efficiency is degraded, thus making it difficult to
achieve a magnetoresistance effect element having a signifi-
cant advantage.
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Since, in the first embodiment, the pattern of the storage
layer 13 is formed inside the pattern of the shift canceling
layer 11, the side face of the shift canceling layer 11 is located
outside that of the storage layer 13. Thus, the magnetoresis-
tance effect element 10 brings about a significant advantage
of reducing non-uniform magnetic fields at the edge portion
of the storage layer 13, which are due to, for example, appli-
cation of oblique-direction magnetic fields, as indicated by
arrows (showing the directions of the magnetic fields) in FIG.
3.

FIG. 4 is a schematic sectional view of a structure of a
magnetoresistance effect element 10 according to a first
modification to the first embodiment.

As shown in FIG. 4, the magnetoresistance effect element
10 has a stacked structure of a shift canceling layer 11, a
spacer layer 12, a storage layer 13, a tunnel barrier layer 14
and a reference layer 15. An area of a cross-section of the
stacked structure in a direction vertical to a stack direction of
the stacked structure decreases toward the reference layer 15
from the shift canceling layer 11. In other words, the stacked
structure is tapered.

The structure of the first modification can also bring about
the same advantages as those of the above first embodiment.

FIG. 5 is a schematic sectional view of a structure of a
magnetoresistance effect element 10 according to a second
modification to the first embodiment.

In the second modification, an amorphous demagnetized
portion 16 is formed on the side of a storage layer 13. The
amorphous demagnetized portion 16 is formed by introduc-
ing a given element into the material of the storage layer 13.
More specifically, the amorphous demagnetized portion 16 is
formed by introducing a given element into the side of the
storage layer 13, which is formed outside the patterns of the
tunnel barrier layer 14 and the reference layer 15, in the
stacked structure of the shift canceling layer 11, spacer layer
12, storage layer 13, tunnel barrier layer 14 and reference
layer 15. The given element can be introduced by ion implan-
tation and plasma doping. As the given element, for example,
phosphorous (P), arsenic (As), antimony (Sb), boron (B),
carbon (C), germanium (Ge) and oxygen (O) can be used.

The structure of the second modification can also bring
about the same advantages as those of the above first embodi-
ment, because the demagnetized portion 16 hardly magneti-
cally has any influence upon the other layers.

FIG. 6 is a schematic sectional view of a structure of a
magnetoresistance effect element 10 according to a third
modification to the first embodiment.

As in the second modification, in the third modification,
too, a demagnetized portion 16 is provided on the side of a
storage layer 13. However, the side of the demagnetized por-
tion 16 is aligned with the side of a tunnel barrier layer 14.

The structure of the third modification can also bring about
the same advantages as those of the above first embodiment.

FIG. 7 is a schematic sectional view of a structure of a
magnetoresistance effect element 10 according to a fourth
modification to the first embodiment.

As in the second modification, in the fourth modification,
too, a demagnetized portion 16 is provided on the side of a
storage layer 13. However, the side of the demagnetized por-
tion 16 is aligned with the side of a tunnel barrier layer 14 and
that of a reference layer 15. The storage layer 13 can be
formed by implanting ions obliquely, for example.

The structure according to the fourth modification can also
bring about the same advantages as those of the above first
embodiment.
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(Second Embodiment)

FIG. 8 is a schematic sectional view of a structure of a
magnetoresistance effect element 10 according to a second
embodiment. The same matter as described with respect to
the first embodiment is omitted because the structure of the
magnetoresistance effect element according to the second
embodiment is basically similar to that of the magnetoresis-
tance effect element according to the first embodiment.

In the second embodiment, the magnetoresistance effect
element 10 includes a shift canceling layer 11, and the layer
11 contains a first element which is a magnetic element and a
second element having an orbital angular momentum that is
greater than that of the first element. Cobalt (Co) can be used
as the first element and platinum (Pt) or a rare-earth element
can be used as the second element. As the rare-earth element,
there are terbium (Tb), holmium (Ho), dysprosium (Dy) and
SO on.

The magnetoresistance effect element 10 according to the
second embodiment also includes a diffusion preventing
layer 21. The layer 21 is formed between a spacer layer 12 and
a storage layer 13 to prevent the second element contained in
the shift canceling layer 11 from being diffused into the
storage layer 13. In the second embodiment, a cap layer 22 is
formed on a reference layer 15.

The diffusion preventing layer 21 includes a very thin
oxide layer (NOL: nano oxide layer). In other words, spinel
ferrite and wustite can be used as the diffusion preventing
layer 21. It is desirable that the diffusion preventing layer 21
should have an oriented fcc (111) face or an oriented hep
(0002) face. It is also desirable that the diffusion preventing
layer 21 should have a function of preventing element such as
copper (Cu) and silver (Ag) contained in the spacer layer 12
from being diffused into the storage layer 13.

It is desirable that the storage layer 13 should be formed of
a material (e.g., CoPd) having magnetic crystal anisotropy
such as an LL11 structure or a material having magnetic inter-
face anisotropy such as a CFB (CoFeB)/oxide.

In the second embodiment, too, the storage layer 13 is
formed between the reference layer 15 and the shift canceling
layer 11 as in the first embodiment. Therefore, the total thick-
ness of the magnetoresistance effect element 10 can be
decreased and a magnetic field applied to the storage layer can
be fully canceled, as in the first embodiment, with the result
that the magnetoresistance effect element 10 can bring about
a significant advantage.

In the second embodiment, since the shift canceling layer
11 contains a first element which is a magnetic element and a
second element having an orbital angular momentum that is
greater than that of the first element, the storage layer 13 can
be increased in magnetic perpendicular anisotropy, with the
result that the magnetoresistance effect element 10 can bring
about a significant advantage.

In the second embodiment, the diffusion preventing layer
21 is formed between the storage layer 13 and the spacer layer
12. Thus, the second element such as platinum (Pt) and a
rare-earth element, which is contained in the shift canceling
layer 11 and the element such as copper (Cu) and silver (Ag),
which is contained in the spacer layer 12, can effectively be
prevented from being diffused into the storage layer 13. In
this regard, too, the magnetoresistance effect element 10 can
bring about a significant advantage.

The diffusion preventing layer 21 has a function of serving
as au underlying layer of the storage layer 13 to improve the
magnetic perpendicular anisotropy of the layer 13. In this
regard, too, the magnetoresistance effect element 10 can
bring about a significant advantage.
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Furthermore, the diffusion preventing layer 21 has a specu-
lar effect to allow a great spin torque to be exerted on the
storage layer 13. In this regard, too, the magnetoresistance
effect element 10 can bring about a significant advantage.

As shown in FIG. 9, the structure of the second embodi-
ment can be combined with that of the first embodiment. The
structure of the second embodiment can also be combined
with that of each of the modifications to the first embodiment.

In the second embodiment, the shift canceling layer 11,
spacer layer 12, diffusion preventing layer 21, storage layer
13, tunnel barrier layer 14 and reference layer 15 are stacked
one on another toward the top layer from the bottom layer
(substrate side) in that order presented. In the reverse order,
the reference layer 15, tunnel barrier layer 14, storage layer
13, diffusion preventing layer 21, spacer layer 12 and shift
canceling layer 11 can be stacked one on another toward the
top layer from the bottom layer (substrate side) and, in this
case, an area of the cross-section of the stacked structure in
the direction vertical to the stack direction may decrease
toward the top layer from the bottom layer (substrate side), or
the stacked structure can be tapered.

Each of above described MTJ structures can be introduced
as MTJ elements of memory cells. Memory cells, Memory
cell arrays, and memory devices is described in U.S. patent
application Ser. No. 13/420,106, Asao, the entire contents of
which are incorporated by reference herein.

While certain embodiments have been described, these
embodiments have been presented by way of example only,
and are not intended to limit the scope of the inventions.
Indeed, the novel embodiments described herein may be
embodied in a variety of other forms; furthermore, various
omissions, substitutions and changes in the form of the
embodiments described herein may be made without depart-
ing from the spirit of the inventions. The accompanying
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claims and their equivalents are intended to cover such forms
or modifications as would fall within the scope and spirit of
the inventions.

What is claimed is:

1. A magnetoresistance effect element comprising:

a reference layer;

a shift canceling layer;

a storage layer provided between the reference layer and

the shift canceling layer;

atunnel barrier layer provided between the reference layer

and the storage layer; and

a spacer layer provided between the shift canceling layer

and the storage layer, wherein the spacer layer is formed
of a material different from that of the tunnel barrier
layer,

wherein a pattern of the storage layer is provided inside a

pattern of the shift canceling layer when the patterns of
the storage layer and the shift canceling layer are viewed
from a direction perpendicular to the patterns of the
storage layer and the shift canceling layer.

2. The element of claim 1, wherein the shift canceling
layer, the spacer layer, the storage layer, the tunnel barrier
layer and the reference layer are stacked one on another in that
order to have a stacked structure.

3. The element of claim 2, wherein an area of a cross-
section of the stacked structure in a direction vertical to a
stack direction of the stacked structure decreases toward the
reference layer from the shift canceling layer.

4. The element of claim 1, further comprising a demagne-
tized portion provided on a side of the storage layer.

5. The element of claim 4, wherein the demagnetized por-
tion is an amorphous demagnetized portion.
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